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Å  Evaluate a new automation process of 

tracking HMA mixtures from plant to 

roadway. 

Å  Evaluate new specifications for sampling 

and testing of HMA mixtures. 



State Project: 840-10-0010 

Route : LA 121 

Location: Boyce, Rapides Parish 

Length: 9.47 miles 

Type: 2ò Superpave Level 1 W.C. 

NMAS: 0.5 in. 

Binder Type: PG 70-22m  

                       (Latex Modified) 
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}Sample Size ï One Lot - 25,000 Lin Ft of Roadway 

}Sample ï One Core per Thousand Feet 

}25 Total Cores Taken 

Ɓ15 Cores for Contractor 

Ɓ5 Core for Department 

Ɓ5 Core for Dispute Resolution 

 

}Density for Pay ï Two Options 

ƁGmb of roadway cores/Gmm measured from roadway cores 

Or, 

ƁGmb of roadway cores/Gmm measured at Plant 

 



Contractorôs Cores DOTDôs Cores Dispute Resolution 

Cores 

F & T Test 

Verification 

Equal Density: 

Payment on the Basis 

of Contractorôs Cores 

Unequal Density: 

Payment on the Basis of 

Dispute Resolution Cores 


